
別記様式第７号　Item:  Cross Laminated Timber Last updated: March-21-2025

Name model number Name model number

1 CL-001 One-component polyurethane Face gluing C Softwood LOCTITE PURBOND HB S109 － － Henkel & Cie.AG (Switzerland) September-30-2027

2 CL-002 － － － － － － － － － － missing number

3 CL-003 － － － － － － － － － － missing number

4 CL-004 emulsion polymer isocyanate Face gluing (Cross layer, Parallel layer) B Softwood SHIKAJIRUSHI P.I.BOND 5340W・S CROSSLINKER H-50 Oshika Corporation (Tokyo, Japan) November-08-2025

5 CL-005 emulsion polymer isocyanate Face gluing (Cross layer, Parallel layer) B Softwood SHIKAJIRUSHI P.I.BOND MK500W・S CROSSLINKER H-3MSH Oshika Corporation (Tokyo, Japan) November-08-2025

6 CL-006 emulsion polymer isocyanate Finger jointing B Softwood SHIKAJIRUSHI P.I.BOND 4100 CROSSLINKER H-30 Oshika Corporation (Tokyo, Japan) November-08-2025 matched the expiration date of GL004

7 CL-007 emulsion polymer isocyanate Finger jointing B Softwood SHIKAJIRUSHI P.I.BOND MK200 CROSSLINKER H-30 Oshika Corporation (Tokyo, Japan) November-08-2025 matched the expiration date of GL002

8 CL-008 emulsion polymer isocyanate Face gluing (Cross layer, Parallel layer) B Softwood KOYOBOND main glue KR-4100CT KOYOBOND cross-linker AX-600 KOYO SANGYO CO., LTD.(Tokyo, Japan) September-07-2026

9 CL-009 emulsion polymer isocyanate Finger jointing B Softwood KOYOBOND main glue KR-F240 KOYOBOND cross-linker AX-200 KOYO SANGYO CO., LTD.(Tokyo, Japan) September-07-2026

10 CL-010 － － － － － － － － － － missing number

11 CL-011 － － － － － － － － － － missing number

12 CL-012 － － － － － － － － － － missing number

13 CL-013 emulsion polymer isocyanate Face gluing (Cross layer, Parallel layer) B Softwood Aica Aibon AUX-170、AUX-170H Aica Aibon AUH-8N Aica Kogyo Company, Limited (Aichi, Japan) March-29-2027

14 CL-014 emulsion polymer isocyanate Finger jointing B Softwood Aica Aibon AU-7003DK(P) Aica Aibon AUH-1 Aica Kogyo Company, Limited (Aichi, Japan) November-21-2024 matched the expiration date of GL006

15 CL-015 － － － － － － － － － － missing number

16 CL-016 emulsion polymer isocyanate Finger jointing B Softwood SHIKAJIRUSHI P.I.BOND 4110 CROSSLINKER H-50 Oshika Corporation (Tokyo, Japan) August-06-2026

17 CL-017 emulsion polymer isocyanate Finger jointing B Softwood SHIKAJIRUSHI P.I.BOND MK300 CROSSLINKER H-3MSH Oshika Corporation (Tokyo, Japan) August-06-2026

18 CL-018 emulsion polymer isocyanate Face gluing (Cross layer, Parallel layer) B Softwood SHIKAJIRUSHI P.I.BOND 5380、5380W CROSSLINKER H-50 Oshika Corporation (Tokyo, Japan) November-12-2026

19 CL-019 emulsion polymer isocyanate Face gluing (Cross layer, Parallel layer) B Softwood SHIKAJIRUSHI P.I.BOND MK700、MK700W CROSSLINKER H-3MSH Oshika Corporation (Tokyo, Japan) November-12-2026

20 CL-020 One-component polyurethane Finger jointing C Softwood LOCTITE PURBOND HB S049 － － Henkel & Cie.AG (Switzerland) August-31-2027

21 CL-021 One-component polyurethane Face gluing (Cross layer, Parallel layer) C Softwood Elastan TLP10 － － BASF Polyurethanes GmbH(Germany) March-31-2028

22 CL-022 One-component polyurethane Finger jointing C Softwood Elastan TLP5 － － BASF Polyurethanes GmbH(Germany) March-31-2028
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